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Deleted: Bituminous Curbs

Deleted: Clean surfaces receiving bituminous 
curb and prime with SS-1 emulsified asphalt 
diluted 1:1 with water. Apply approximately 0.2 
gallons per square yard (0.91 L/m2).¶
Use the project surfacing bitumen mixed with 
water in a mixer of at least 3 cubic feet 
(0.08 m3) capacity that meets Section 401 
requirements.¶
The asphalt quantity in the bituminous curb 
mixture will be established by the Project 
Manager and will be at least 1% more than that 
used in the surfacing mixture.¶
Feed the bituminous mixture to the extrusion or 
curb machine at a temperature that prevents 
sloughing or tearing of the material or surface. 
Pressurize the mixture through an orifice or 
plate. The machine must heat and compact the 
curb as it is produced.¶
Compact all material not placed and compacted 
by the curb machine using mechanical tampers.¶
If other than 60-70 penetration asphalt cement 
is used, apply a fog coat of SS-1 emulsified 
asphalt diluted 1:1 with water to the finished 
curb at approximately 0.2 gallons per square 
yard (0.91 L/m2).¶
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